Year

1969

- ANACONDA ALUMINUM COMPANY

Laboratory Section
-Columbia Falls, Montana

Date

Month

June 17, 1969

May

Mean Flow Rate % % Recovery
{ C.F.M, at S,T.P. Ibs. F/Day Collection Efficiency
Line 1. | 2,546,000
~ Roof's 6,368
Line 2. | 2,669,000
Roofs {Line 3.} 2,385,000
. N Tine 4. 2.257.000 | Towers 27,910 81.4%
{ Line 5. | 2,034,000 Total
Line 1, 5,895 Generated | 34,278 72.9%
Line 29 51860 Total ,
fowers | yjne 3, 5,875 Recovery | 24,995
| Line 4. 6,512 Total to
Line 5. 5,969 Atmospherel 9,283
REMARKS:— Towers operated 99.5% of time.
. Dist: J. F. Smith R. L. Brown
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